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SECTION A-A
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General notes:

1. Coldmiling shall consist of two processes:
Cutting with carbide teeth mounted on a

rotating drum, and planing with a moldboard

mounted immediately behind the cutting drum.

2. Other similar patterns will be acceptable if

they consist of a smooth, flat, planed surface
interspersed with a pattern of discontinuous

longitudinal striations.
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SECTION B-B PROJECTED
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